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1
ORGANIC ELECTRONIC DEVICE AND
ELECTRIC FIELD-INDUCED CARRIER
GENERATION LAYER

TECHNICAL FIELD

The technical field relates to an organic electronic device
and an electric field-induced carrier generation layer.

BACKGROUND

In the solid state lighting technology, although the light
emitting efficiency of the organic solid state lighting, e.g., the
organic light-emitting diode (OLED) lighting, is less than that
of the inorganic solid state lighting, e.g., the light-emitting
diode (LED) lighting, the OLED lighting has some unique
properties. For example, the OLED is easy to be manufac-
tured as a surface light source, may be light and thin, may not
emit ultraviolet (UV) or infrared (IR), and may not contain
mercury. Moreover, the spectra of the OLEDs are closer to
that of natural light.

On the other hand, there are many issues related to the
organic solid state lighting. For example, the life time of the
lighting device should be improved. Moreover, when the
organic solid state lighting is used in the illumination appli-
cation, it needs to operate in the state of high brightness, so
that it is urgent to improve the light emitting efficiency of the
organic solid state. A tandem device is one of the solutions to
improve both the life time and the brightness.

SUMMARY

One of exemplary embodiments provides an organic elec-
tronic device including a first electrode, a second electrode, a
plurality of organic light-emitting units, and an electric field-
induced carrier generation layer. The organic light-emitting
units are disposed between the first electrode and the second
electrode. The electric field-induced carrier generation layer
is disposed between two adjacent organic light-emitting units
and includes a p-type material and an n-type material alter-
nately distributed in at least one direction different from a
direction from the first electrode to the second electrode and
different from a direction from the second electrode to the
first electrode.

One of exemplary embodiments provides an electric field-
induced carrier generation layer including a p-type material
and an n-type material. The p-type material and the n-type
material are alternately distributed in at least one direction
different from a thickness direction of the electric field-in-
duced carrier generation layer.

Several exemplary embodiments accompanied with fig-
ures are described in detail below to further describe the
disclosure in details.

BRIEF DESCRIPTION OF THE DRAWINGS

The accompanying drawings are included to provide fur-
ther understanding, and are incorporated in and constitute a
part of this specification. The drawings illustrate exemplary
embodiments and, together with the description, serve to
explain the principles of the disclosure.

FIG. 1A is a schematic cross-sectional view of an organic
electronic device according to an exemplary embodiment.

FIG. 1B is a schematic enlarged view of the electric field-
induced carrier generation layer in FIG. 1A.
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FIG. 2 shows the schematic weight percentage distribution
of the n-type material and the p-type material in electric
field-induced carrier generation layer along the direction D1
in FIG. 1B.

FIG. 3A is a schematic enlarged view of the electric field-
induced carrier generation layer in another exemplary
embodiment.

FIG. 3B shows the schematic weight percentage distribu-
tion of the n-type material and the p-type material in electric
field-induced carrier generation layer along the direction D1
in FIG. 3A.

FIG. 4 is a schematic enlarged view of the electric field-
induced carrier generation layer in another exemplary
embodiment.

FIG. 5 is a schematic enlarged view of the electric field-
induced carrier generation layer in another exemplary
embodiment.

FIG. 6 is a schematic enlarged view of the electric field-
induced carrier generation layer in another exemplary
embodiment.

FIG. 7 is a schematic cross-sectional view of an organic
electronic device according to another exemplary embodi-
ment.

DETAILED DESCRIPTION OF DISCLOSED
EMBODIMENTS

FIG. 1A is a schematic cross-sectional view of an organic
electronic device according to an exemplary embodiment,
and FIG. 1B is a schematic enlarged view of the electric
field-induced carrier generation layer in FIG. 1A. Referring
to FIGS. 1A and 1B, an organic electronic device 100 in this
embodiment includes a first electrode 110, a second electrode
120, a plurality of organic light-emitting units 130a and 1305,
and an electric field-induced carrier generation layer 140. The
organic light-emitting units 130 and 1305 are disposed
between the first electrode 110 and the second electrode 120.
The electric field-induced carrier generation layer 140 is dis-
posed between two adjacent organic light-emitting units 130a
and 1305 and includes a p-type material 144 and an n-type
material 142 alternately distributed in at least one direction
different from a direction D1 from the first electrode 110 to
the second electrode 120 and different from a direction D2
from the second electrode 120 to the first electrode 110. Each
of the direction D1 and the direction D2 is the thickness
direction of'the electric field-induced carrier generation layer
140. In this embodiment, the p-type material 144 and the
n-type material 142 are alternately distributed in all direc-
tions. For example, the p-type material 144 and the n-type
material 142 are alternately distributed in the direction D1,
the direction D2, a direction D3, and a direction D4, wherein
the direction D3 and direction D4 are perpendicular to the
direction D1, and the direction D3 is perpendicular to the
direction D4.

In this embodiment, each of the organic light-emitting
units 130a and 1305 includes a plurality of organic semicon-
ductor layers. For example, the organic light-emitting unit
130a may include a hole injection layer 132, a hole transport
layer 134, an emitting layer 136, and an electron transport
layer 138, which are organic semiconductor layers, stacked
from the side close to the first electrode 110 to the side close
to the second electrode 120. On the other hand, the organic
light-emitting unit 1305 may include a hole transport layer
134, an emitting layer 136, an electron transport layer 138,
and an electron injection layer 139, which are organic semi-
conductor layers, stacked from the side close to the first
electrode 110 to the side close to the second electrode 120.
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The materials of the aforementioned organic semiconductor
layers may be the organic materials used in an organic light-
emitting diode (OLED).

The electric field-induced carrier generation layer 140 is a
charge generation layer (CGL). In this embodiment, at least a
part of the p-type material 144 and at least a part of the n-type
material 142 are mixed randomly in three-dimensional direc-
tions. For example, in FIG. 1B, a part of the p-type material
144 and a part of the n-type material 142 are mixed randomly
in three-dimensional directions. In this embodiment, the elec-
tric field-induced carrier generation layer 140 includes an
n-type material layer 141, a p-type material layer 143, and a
p-type and n-type hybrid layer 145. The n-type material layer
141 is disposed between the first electrode 110 and the second
electrode 120 and includes a part of the n-type material 142.
The p-type material layer 143 is disposed between the n-type
material layer 142 and the second electrode 120 and includes
apart of the p-type material 144. The p-type and n-type hybrid
layer 145 includes another part of the n-type material 142 and
another part of the p-type material 144 randomly distributed
in three-dimensional space. However, in some other embodi-
ments, all the n-type material 142 and all the p-type material
144 in the electric field-induced carrier generation layer 140
may be randomly distributed in three-dimensional space.

In this embodiment, since the p-type material 144 and the
n-type material 142 are alternately distributed in at least one
direction different from the direction D1 and different from
the direction D2, e.g., the n-type material 142 and the p-type
material 144 are randomly distributed in three-dimensional
space, therefore a plurality of p-n junctions, i.e. the interfaces
between the n-type material 142 and the p-type material 144,
are arranged along the at least one direction in which the
p-type material and the n-type material are alternately distrib-
uted. In FIG. 1B, there are p-n junctions arranged along all
directions. In other words, since the electric field-induced
carrier generation layer 145 includes the p-type material 144
and the n-type material 142 alternately distributed in at least
one direction different from the direction D1 and different
from the direction D2, the total area of the p-n junctions of the
p-type material 144 and the n-type material 142 are effec-
tively increased with respect to the total area of a plane p-n
junction between a plane p-type material layer and a plane
n-type material layer. When there is a voltage difference
between the first electrode 110 and the second electrode 120,
an electric field penetrates through the electric field-induced
carrier generation layer 140, and more electrons and more
holes are generated and separated due to the increase of the
total area of the p-n junctions. Specifically, more electrons are
transported to the light-emitting unit 130a, and more holes are
transported to the light-emitting unit 1305. As a result, the
carrier separation efficiency of the electric field-induced car-
rier generation layer 140 is increased, and the capability of the
electron and hole injection to two adjacent light-emitting
units 130a and 13054 is increased, so as to increase the current
efficiency of the organic electronic device 100. In this
embodiment, the p-n junctions are heterojunctions.

In this embodiment, the p-type material 144 includes a hole
transport material mixed with an electron accepting material,
and the n-type material 142 includes an electron transport
material mixed with an electron donor material. The electron
donor material may include an alkali metal, an alkaline earth
metal, an alkali metal compound, an alkaline earth metal
compound, or a combination thereof. In this embodiment, the
electron donor material may include Be, Mg, Ca, Li, LiF,
8-hydroxy-quinolinato lithium (Liq), Cs,COj;, or a combina-
tion thereof. The electron accepting material may include

10

15

20

25

30

35

40

45

50

55

60

65

4
1,4,5,8,9,11-hexaazatriphenylene-hexanitrile
MoO,;, V,05, WO,, or a combination thereof.

In this embodiment, the organic electronic device 100 may
further include a substrate 150, and the first electrode 110, the
light-emitting unit 130q, the electric field-induced carrier
generation layer 140, the light-emitting unit 1305 and the
second electrode 120 are stacked in sequence on the substrate
150. The substrate 150 may be a soda lime glass substrate,
willow glass, flexible thin-glass, high-refractive index glass
(the index of refraction thereof is greater than 1.7), polyester
(PET), Polyethylene naphthalate (PEN), polyimide (PI), or
the above substrate with light out-coupling structures. The
first electrode 110 may be made of indium tin oxide (ITO);
doped zinc oxide such as indium zinc oxide (IZ0), aluminum
zinc oxide AZO), or gallium zinc oxide (GZO); graphene;
carbon nanotube (CNT); PEDOT:PSS; or any combination
thereof. The second electrode 120 may be made of aluminum,
silver, or the combination thereof. In this embodiment, the
first electrode 110 is an anode, and the second electrode 120
is a cathode. The hole injection layer 132 may be made of
PEDOT:PSS, HATCN, or transparent metal oxide such as
MoO,;, V,0,, or WO,. The hole transport layer 134 and the
aforementioned hole transport material of the p-type material
144 may be made of N,N'-bis(naphthalen-1-y1)-N,N'-bis
(phenyl)-2,2'-dimethylbenzidine (c-NPD), N,N'-bis(naph-
thalen-1-y1)-N,N'-bis(phenyl)-benzidine (NPB), Di-[4-(N,
N-ditolyl-amino)-phenyl|cyclohexane (TAPC), (2,3,5,6-
Tetrafluoro-2,5-cyclohexadiene-1,4-diylidene)
dimalononitrile, 7,7,8,8-Tetracyano-2,3,5,6-
tetrafluoroquinodimethane (F4-TCNQ), N,N,N',N'-tetrakis
(4-methoxyphenyl)benzidine (MEO-TPD) or bi-layer
arrangement with any combination thereof. The emitting
layer 136 may be made of phosphorescent light emitting host
material such as 4,4',4"-tris(carbazol-9-yl)triphenylamine
(TCTA), NPB, 2,2'.2"-(1,3,5-benzinetriyl)-tris(1-phenyl-1-
H-benzimidazole) (TBPi), 1,3-Bis(N-carbazolyl)benzene
(mCP), 4,4'-bis(carbazol-9-yl)biphenyl (CBP), 1,3-bis(triph-
enylsilyl)benzene (UGH), 9,9'-(5-(triphenylsilyl)-1,3-phe-
nylene)bis(9H-carbazole) (SimCP), 2,6-bis(3-(9H-carbazol-
9-yDphenyl)pyridine (26DCzPPy), or 9,9-spirobifluoren-2-
yl-diphenyl-phosphine  oxide (SPPO1) doped with
phosphorescent emitter dopant such as Firpic, FIr6, Ir(ppy)3,
Ir(ppy2)acac, Ir(pq)2acac, or Ir(MDQ)2acac. The emitting
layer 136 can be made of blue fluorescent light emitting
materials such as 4,4'-Bis(2,2-diphenyl-ethen-1-yl)biphenyl
(DPVBI), 4,4'-bis(9-ethyl-3-carbazovinylene)-1,1'-biphenyl
(BCzVBi), N,N'-di-(1-naphthalenyl)-N,N-diphenyl-[1,1":4',
1":4" 1"-quaterphenyl]-4,4"-diamine (4PNPD), p-bis p-N,
N-diphenylaminostyryl benzene (DSA-Ph), BUBD-1, or
2-methyl-9,10-di 2-naphthyl anthracene (MADN). The emit-
ting layer 136 can also be made of combination blue fluores-
cent light emitting layers and green/red or yellow/red phos-
phorescent light emitting layers to form a white organic light
emitting diode. The electron transport layer 138 and the
aforementioned electron transport material of the n-type
material 142 may be made of Tris-(8-hydroxyquinoline)alu-
minum (Alg3), 4,7-Diphenyl-1,10-phenanthroline (Bphen),
2,9-dimethyl-4,7  diphenyl-1,10-phenanthroline  (BCP),
TBPi, 3-(Biphenyl-4-yl)-5-(4-tert-butylphenyl)-4-phenyl-
4H-1,2 4-triazole (TAZ), 1,3,5-Tri(m-pyrid-3-yl-phenyl)
benzene (TmPyPB), bis-1,2-(3,5-di-3-pyridyl-phenyl)ben-
zene (B3PyPB) or any combination thereof. The electron
transport layer 138 and the aforementioned electron transport
material of the n-type material 142 may be doped with Cs,
CsCO3, Li, Liq. The electron injection layer 139 may be
made of LiF, Aluminum, Liq, Mg, Ca.

(HATCH),
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In some other embodiments, the p-type material 144 is the
aforementioned electron accepting material and does not
include the aforementioned hole transport material. More-
over, the n-type material 142 may be the aforementioned
electron donor material and does not include the aforemen-
tioned electron transport material.

In this embodiment, the weight ratio of the part of the
p-type material 144 to the part of the n-type material 142 in
the p-type and n-type hybrid layer 145 ranges from 0.05 to 99.
Since the mobility of holes is greater than that of electrons,
when the aforementioned weight ratio greater than 1, the
amount of the electrons injected into the electron transport
layer 138 of the light-emitting unit 130« is better balanced
with the amount of the holes injected into the hole transport
layer 134 of the light-emitting unit 1304.

In this embodiment, the electric field-induced carrier gen-
eration layer 140 does substantially not absorb light, e.g.,
visible light, emitted from the organic light-emitting units
130a and 1305 to generate charge carriers, but the electric
field-induced carrier generation layer 140 generates charge
carriers due to a voltage difference between the first electrode
110 and the second electrode 120 or due to a voltage differ-
ence between two opposite surfaces of the electric field-
induced carrier generation layer 140 (e.g., the surface facing
the first electrode 110 and the surface facing the second
electrode 120). As a result, the electric field-induced carrier
generation layer 140 may not reduce the light extraction
efficiency of the organic electronic device 100.

FIG. 2 shows the schematic weight percentage distribution
of the n-type material and the p-type material in electric
field-induced carrier generation layer 140 along the direction
D1 in FIG. 1B. Referring to FIG. 2, since the p-type material
144 and the n-type material 142 are randomly distributed in
three-dimensional space in the p-type and n-type hybrid layer
145, the weight percentages of the n-type material 142 and the
p-type material 144 are about 50% and about 50%, respec-
tively. In some other embodiments, the weight percentage of
the n-type material 142 may be less than 50%, and the weight
percentage of the p-type material 144 may be greater than
50%.

FIG. 3A is a schematic enlarged view of the electric field-
induced carrier generation layer 140a in another exemplary
embodiment, and FIG. 3B shows the schematic weight per-
centage distribution of the n-type material 142 and the p-type
material 144 in electric field-induced carrier generation layer
140a along the direction D1 in FIG. 3A. Referring to FIGS.
3 A and 3B, the electric field-induced carrier generation layer
140a in this embodiment may be used to replace the electric
field-induced carrier generation layer 140 in FIG. 1A. The
electric field-induced carrier generation layer 140q is similar
to the electric field-induced carrier generation layer 140 in
FIG. 1A, and the difference therebetween is as follows.

In this embodiment, the part of the p-type material 144 and
the part of the n-type material 142 in the p-type and n-type
hybrid layer 1454 are mixed in three-dimensional directions,
and the proportion of the part of the p-type material 144 to the
part of the n-type material 142 gradually increases along the
direction D1. As a result, the total area of the p-n junctions is
also increased.

FIG. 4 is a schematic enlarged view of the electric field-
induced carrier generation layer 1405 in another exemplary
embodiment. Referring to FIG. 4, the electric field-induced
carrier generation layer 1405 in this embodiment may be used
to replace the electric field-induced carrier generation layer
140 in FIG. 1A. The electric field-induced carrier generation
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layer 14054 is similar to the electric field-induced carrier gen-
eration layer 140 in FIG. 1A, and the difference therebetween
is as follows.

In this embodiment, the part of the p-type material 144 and
the part of the n-type material 142 in the p-type and n-type
hybrid layer 1455 are alternately arranged along at least one
direction (e.g., the direction D3, the direction D4, or a com-
bination thereof) perpendicular to the direction D1. As a
result, the total area of the p-n junctions is also increased.

FIG. 5 is a schematic enlarged view of the electric field-
induced carrier generation layer 140¢ in another exemplary
embodiment. Referring to FIG. 5, the electric field-induced
carrier generation layer 140c¢ in this embodiment may be used
to replace the electric field-induced carrier generation layer
140 in FIG. 1A. The electric field-induced carrier generation
layer 140c is similar to the electric field-induced carrier gen-
eration layer 1405 in FIG. 4, and the difference therebetween
is as follows.

The distribution of the p-type material 144 and the n-type
material 142 in the p-type and n-type hybrid layer 1455 in
FIG. 4 is more ordered. However, the distribution of the
p-type material 144 and the n-type material 142 in the p-type
and n-type hybrid layer 145¢ in FIG. 5 is more random. As a
result, the total area of the p-n junctions is also increased.

FIG. 6 is a schematic enlarged view of the electric field-
induced carrier generation layer 1404 in another exemplary
embodiment. Referring to FIG. 6, the electric field-induced
carrier generation layer 1404 in this embodiment may be used
to replace the electric field-induced carrier generation layer
140 in FIG. 1A. The electric field-induced carrier generation
layer 1404 is similar to the electric field-induced carrier gen-
eration layer 140 in FIG. 1A, and the difference therebetween
is as follows.

In this embodiment, the electric field-induced carrier gen-
eration layer 1404 has the p-type and n-type hybrid layer 145,
but does not have the n-type material layer 141 and the p-type
material layer 143. Similarly, in some other embodiments, the
electric field-induced carrier generation layer 140a as shown
in FIG. 3A may have the p-type and n-type hybrid layer 1454,
but does not have the n-type material layer 141 and the p-type
material layer 143. In some other embodiments, the electric
field-induced carrier generation layer 1405 as shown in FIG.
4 may have the p-type and n-type hybrid layer 1455, but does
not have the n-type material layer 141 and the p-type material
layer 143. Moreover, in some other embodiments, the electric
field-induced carrier generation layer 140c as shown in FIG.
5 may have the p-type and n-type hybrid layer 145¢, but does
not have the n-type material layer 141 and the p-type material
layer 143.

FIG. 7 is a schematic cross-sectional view of an organic
electronic device 100e according to another exemplary
embodiment. Referring to FIG. 7, the organic electronic
device 100¢ in FIG. 7 is similar to the organic electronic
device 100 in FIG. 1A, and the difference therebetween is as
follows. In this embodiment, the organic electronic device
100¢ includes three light-emitting units 130a, 130¢, and 1305
stacked along the direction D1 and two electric field-induced
carrier generation layers 140 respectively disposed between
the light-emitting units 130a and 130c¢ and between the light-
emitting units 130c and 1305. The light emitting unit 130¢
may include a hole transport layer 134, an emitting layer 136,
and an electron transport layer 138 stacked along the direction
D1. In some other embodiments, the number of the light-
emitting units 130¢ may be more than one, and for every two
adjacent light-emitting units 130c, there is an electric field-
induced carrier generation layers 140 disposed therebetween.
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In conclusion, in the organic electronic device and the
electric field-induced carrier generation layer according to
the exemplary embodiments, since the p-type material and
the n-type material are alternately distributed in at least one
direction different from a thickness direction of the electric
field-induced carrier generation layer, the total area of the p-n
junction between the p-type material and the n-type material
is effectively increased. As a result, carrier separation effi-
ciency of the electric field-induced carrier generation layer is
increased, and the capability of the electron and hole injection
to two adjacent light-emitting units is increased, so as to
increase the current efficiency of the organic electronic
device.

It will be apparent to those skilled in the art that various
modifications and variations can be made to the structure of
the disclosed embodiments without departing from the scope
or spirit of the disclosure. In view of the foregoing, it is
intended that the disclosure cover modifications and varia-
tions of this disclosure provided they fall within the scope of
the following claims and their equivalents.

What is claimed is:

1. An organic electronic device comprising:

a first electrode;

a second electrode;

aplurality of organic light-emitting units disposed between
the first electrode and the second electrode; and

an electric field-induced carrier generation layer disposed
between two adjacent organic light-emitting units and
comprising a p-type material and an n-type material
alternately distributed in at least one direction different
from a direction from the first electrode to the second
electrode and different from a direction from the second
electrode to the first electrode, wherein a weight ratio of
the at least one part of the p-type material to the at least
one part of the n-type material ranges from 0.05 to 99.

2. The organic electronic device according to claim 1,
wherein a plurality of p-n junctions are arranged along the at
least one direction in which the p-type material and the n-type
material are alternately distributed.

3. The organic electronic device according to claim 1,
wherein at least one part of the p-type material and at least one
part of the n-type material are mixed randomly in three-
dimensional directions.

4. The organic electronic device according to claim 1,
wherein at least one part of the p-type material and at least one
part of the n-type material are mixed in three-dimensional
directions, and a proportion of the at least one part of the
p-type material to the at least one part of the n-type material
gradually increases along a direction from the first electrode
to the second electrode.

5. The organic electronic device according to claim 1,
wherein the electric field-induced carrier generation layer
comprises:

an n-type material layer disposed between the first elec-
trode and the second electrode and comprising a part of
the n-type material;

a p-type material layer disposed between the n-type mate-
rial layer and the second electrode and comprising a part
of the p-type material; and

ap-type and n-type hybrid layer comprising another part of
the n-type material and another part of the p-type mate-
rial alternately arranged along at least one direction per-
pendicular to the direction from the first electrode to the
second electrode.

6. The organic electronic device according to claim 1,

wherein the electric field-induced carrier generation layer
comprises:
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an n-type material layer disposed between the first elec-
trode and the second electrode and comprising a part of
the n-type material;

a p-type material layer disposed between the n-type mate-
rial layer and the second electrode and comprising a part
of the p-type material; and

ap-type and n-type hybrid layer comprising another part of
the n-type material and another part of the p-type mate-
rial randomly distributed in three-dimensional space.

7. The organic electronic device according to claim 1,
wherein each of the organic light-emitting units comprises a
plurality of organic semiconductor layers.

8. The organic electronic device according to claim 1,
wherein the p-type material comprises a hole transport mate-
rial mixed with an electron accepting material, and the n-type
material comprises an electron transport material mixed with
an alkali metal, an alkaline earth metal, an alkali metal com-
pound, an alkaline earth metal compound, or a combination
thereof.

9. The organic electronic device according to claim 8,
wherein the electron accepting material comprises HATCN,
MoO;, V,0,, WO, or a combination thereof.

10. The organic electronic device according to claim 8,
wherein the electron transport material is mixed with Be, Mg,
Ca, Li, LiF, 8-hydroxy-quinolinato lithium, Cs,COj;, or a
combination thereof.

11. The organic electronic device according to claim 1,
wherein the p-type material is an electron accepting material,
and the n-type material is an electron donor material.

12. The organic electronic device according to claim 1,
wherein the electric field-induced carrier generation layer
does substantially not absorb light emitted from the organic
light-emitting units to generate charge carriers, but the elec-
tric field-induced carrier generation layer generates charge
carriers due to a voltage difference between the first electrode
and the second electrode.

13. An electric field-induced carrier generation layer com-
prising:

a p-type material; and

an n-type material, the p-type material and the n-type mate-
rial alternately distributed in at least one direction dif-
ferent from a thickness direction of the electric field-
induced carrier generation layer, wherein a weight ratio
ofthe atleast one part ofthe p-type material to the at least
one part of the n-type material ranges from 0.05 to 99.

14. The electric field-induced carrier generation layer
according to claim 13, wherein a plurality of p-n junctions are
arranged along the at least one direction in which the p-type
material and the n-type material are alternately distributed.

15. The electric field-induced carrier generation layer
according to claim 13, wherein at least one part of the p-type
material and at least one part of the n-type material are mixed
randomly in three-dimensional directions.

16. The electric field-induced carrier generation layer
according to claim 13, wherein at least one part of the p-type
material and at least one part of the n-type material are mixed
in three-dimensional directions, and a proportion of the at
least one part of the p-type material to the at least one part of
the n-type material gradually increases along the thickness
direction.

17. The electric field-induced carrier generation layer
according to claim 13 comprising:

an n-type material layer disposed between the first elec-
trode and the second electrode and comprising a part of
the n-type material;
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a p-type material layer disposed between the n-type mate-
rial layer and the second electrode and comprising a part
of the p-type material; and

ap-type and n-type hybrid layer comprising another part of
the n-type material and another part of the p-type mate-
rial alternately arranged along at least one direction per-
pendicular to the thickness direction.

18. The electric field-induced carrier generation layer
according to claim 13, wherein the electric field-induced car-
rier generation layer comprises:

an n-type material layer disposed between the first elec-
trode and the second electrode and comprising a part of
the n-type material;

a p-type material layer disposed between the n-type mate-
rial layer and the second electrode and comprising a part
of the p-type material; and

ap-type and n-type hybrid layer comprising another part of
the n-type material and another part of the p-type mate-
rial randomly distributed in three-dimensional space.

19. The electric field-induced carrier generation layer
according to claim 13, wherein the p-type material comprises
a hole transport material mixed with an electron accepting
material, and the n-type material comprises an electron trans-

10
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port material mixed with an alkali metal, an alkaline earth
metal, an alkali metal compound, an alkaline earth metal
compound, or a combination thereof.

20. The electric field-induced carrier generation layer
according to claim 19, wherein the electron accepting mate-
rial comprises HATCN, MoO,;, V,05, WO, ora combination
thereof.

21. The electric field-induced carrier generation layer
according to claim 19, wherein the electron transport material
is mixed with Be, Mg, Ca, Li, LiF, 8-hydroxy-quinolinato
lithium, Cs,CO;, or a combination thereof.

22. The electric field-induced carrier generation layer
according to claim 13, wherein the p-type material is an
electron accepting material, and the n-type material is an
electron donor material.

23. The electric field-induced carrier generation layer
according to claim 13, wherein the electric field-induced car-
rier generation layer does substantially not absorb visible
light to generate charge carriers, but the electric field-induced
carrier generation layer generates charge carriers due to a
voltage difference between two opposite surfaces of the elec-
tric field-induced carrier generation layer.
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